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Abstract: Recycling of lithium-ion batteries will become imperative in the future, but comprehensive
and sustainable processes for this are still rather lacking. Direct recycling comprising separation of the
black mass components as a key step is regarded as the most seminal approach. This paper contributes
a novel approach for such separation, that is fractionation in a tubular centrifuge. An aqueous
dispersion of cathode materials (lithium iron phosphate, also referred to as LFP, and carbon black)
serves as exemplary feed to be fractionated, desirably resulting in a sediment of pure LFP. This paper
provides a detailed study of the commonly time-dependent output of the tubular centrifuge and
introduces an approach aiming to achieve constant output. Therefore, three different settings are
assessed, constantly low, constantly high and an increase in rotational speed over time. Constant
settings result in the predictable unsatisfactory time-variant output, whereas rotational speed increase
proves to be able to maintain constant centrate properties. With further process development, the concept
of fractionation in tubular centrifuges may mature into a promising separation technique for black
mass in a direct recycling process chain.
Keywords: fractionation; tubular centrifuge; rotational speed control; particle size analysis;
lithium iron phosphate; LFP; carbon black; lithium-ion battery; direct battery recycling; recovery

1. Introduction
The threat of global climate change and environmental pollution are, among other reasons, fueling
the electric revolution in mobility [1], which in turn increases the demand for powerful batteries.
Lithium-ion batteries (LIBs) are mostly regarded as most suitable battery type for this and other
applications [2]. However, the performance of every LIB suffers from ageing mechanisms which
inevitably lead to its withdrawal, eventually [3]. With a foreseeable increasing number of LIBs in use
and withdrawn thereafter, the amount of LIB material that can and should be recycled increases equally,
since permanent disposal seems not to become a practical option for the upcoming mass of LIBs.
Environmental issues again and scarce resources primarily drive the development of comprehensive,
flexible and large-scale suitable recycling strategies for the valuable LIB materials [4].
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At present, there are three kinds of approaches for the recycling of LIBs, that are pyrometallurgy,
hydrometallurgy and direct recycling [2,3,5].
Pyrometallurgical metal recovery means the thermal decomposition of LIBs in high-temperature
furnaces. This comparatively simple procedure is versatile concerning the actual feed-in composition,
but the resulting gases are partly detrimental and require post-processing [6] while the obtained slag
and metal alloy contain comparably few kinds of metals and in low quality [4,7].
Hydrometallurgical reclamation methods comprise the leaching of metals from active material in
aqueous solutions of acids and reducing agents. Numerous steps of subsequent precipitation reactions
allow one to recover a wider variety of higher quality metals compared to pyrometallurgy [8,9].
However, it is more complex and premature sorting and separation of the LIB constituents is advisable
in order to significantly improve the efficiency of the hydrometallurgical process chain [2].
The two approaches named have in common to basically recover metallic LIB components,
but not to preserve the original active materials and their morphology. By contrast, in direct recycling,
electrode material is removed from the electrodes and reconditioned with the objective to regain
active materials that can directly be reused in the manufacture of fully functional “recycling-LIBs”.
Among the three approaches named, it enables recovery of the highest absolute amount and diversity
of LIB-constituents [3]. Pre-sorting as specifically as possible is expedient in this approach, too,
but dispensing with numerous intermediate steps and expensive processing afterwards by mainly
concentrating on physical separation techniques, it could also render recycling more lucrative.
Manifold physical separation techniques exist that might be worth considering. They share the
characteristics to exploit different physical properties of the active materials (like density, particle size,
ferromagnetism or hydrophobicity). Admittedly, a complete direct recycling process chain for LIBs is
complex to establish.
One central element of a direct recycling process chain after shredding and pre-sorting is the
separation of the black mass components. The black mass is most commonly an aqueous dispersion of
the electrode coatings comprising metal oxides, conductive carbon black (CB) and binders. There are
concepts for this crucial step relying on physical separation. For example, one approach to separate
CB from metal oxides in the black mass is froth flotation [10], making use of the hydrophobicity of
carbon. In most cases, binders must be eliminated firstly in order to release the active material for
further treatment [11]. Research is taking direction towards the development of water-soluble binders,
which facilitates treatment steps in recycling chains besides possible improvements in other properties
like mechanical flexibility [12].
This paper concentrates on the separation of exemplary cathode materials for a start, that are
lithium iron phosphate (LiFePO4 , LFP) and CB besides the binders carboxymethylcellulose (CMC) and
styrene butadiene rubber (SBR), dispersed in water. A novel separation strategy for these materials is
presented, centrifugation of the dispersion with the intention to fractionate LFP and CB.
Centrifugation is a familiar unit operation in process engineering [13,14], but its full potential in
relation to LIB recycling has not been harnessed yet. Naturally, the fundamental separation mechanism
in centrifuges is the differing settling/sedimentation behavior of constituents according to the specific
acting centrifugal force. Usually, like in this work, dense solid particles sediment in a liquid. The force
depends on numerous properties of the particles, mainly density and size [15]. Differences in these
properties could be exploited to fractionate particles of different kinds utilizing a centrifuge, as treated
in the present report for LFP and CB particles. Since the resulting centrifugal forces are relatively
weak for both particle species given, a strong centrifuge type has been chosen, precisely a tubular
centrifuge [16–18]. Although tubular centrifuges offer the advantage of high centrifugal forces thanks
to their quite simple design without a means to transport sediment out, the same also results in
only semi-continuous operation and transient behavior [19,20]. With unaltered operational settings,
namely feed flow rate and rotational speed, the separation becomes less efficient over time. If constant
output quality is desired, this complicates process design significantly.

Metals 2020, 10, 1617

3 of 18

Earlier works like [21,22] have shown for different particulate systems that various operational
settings influence the output of the tubular centrifuge and notable differences in the separation
behavior can be observed. Building upon these earlier examinations, this paper’s subject is the
influence of different operational settings on the separation and fractionation quality for a mixed
dispersion containing the cathode materials LFP and CB. Thereby the focus lies firstly on the temporal
development of the separation process applying different settings. Secondly, the authors investigate
a novel approach to achieve semi-continuous fractionation with constant output by adapting the
rotational speed over time. A detailed comparison is made between the common approach to set
constant operational parameters on the one hand, based on two exemplary cases with constantly weak
and constantly strong separation conditions (low and high rotational speed), and on the other a new
strategy to achieve constant output with desired properties as a third case, comprising a sequence
of increasing rotational speed. This is a novelty in centrifuge operation and has not been applied
for tubular centrifuges yet, neither has it been taken into consideration as a possible way to assess
high-speed centrifugation to recover LIB materials. Since the focus of this paper lies on rotational
speed variation, feed flow rate was kept constant for the time being.
2. Materials and Methods
2.1. Tubular Centrifuges and Fractionation by Sedimentation Behavior
As a representative of solid-bowl centrifuges, tubular centrifuges mainly consist of a narrow
cylindrical rotor with bearings at its foot and top ends, a construction which allows high-speed rotation
offering high centrifugal forces up to 100,000× g in some cases [22]. Naturally, the fundamental
separation mechanism in tubular centrifuges is settling/sedimentation of denser constituents than the
carrier medium due to the acting centrifugal force.
In this work, dense solid particles that are LIB cathode materials sediment in water. Dispersion is
injected into the rotor via a nozzle at one end (in this work, at the bottom) as feed, flowing upward
along the rotation axis. Particles that sediment on their way towards the outlet accumulate at the inner
wall of the rotor, forming a liquid-saturated sediment. Residual dispersion, i.e., liquid and particles
that have not reached the sediment during their residence time, leaves the rotor at the upper side as
centrate. There is no device to transport the sediment out of the rotor, it accumulates up to a maximum
extent where no particles can be separated anymore. This is the latest point to stop and open the rotor
for manual sediment extraction. The centrifuge used in this work and its geometric dimensions are
schematically illustrated in Figure 1a, where the cross-sectional view also outlines the characteristic
cone-shaped sediment build-up in the tubular rotor explained below. Relevant geometrical dimensions
are the rotor length LR , radial range of the inlet weir RW , radial range of the drum (to the inner wall of
the rotor) RD and the radial position of the sediment surface RS (l, t), a dimension varying with the
regarded axial position l and process time t on account of the progressive sediment formation.
Sedimentation behavior, or more precisely, the specific sedimentation velocity of particles,
determines which particles are separated in the centrifuge rotor during their residence time.
For appropriate process design, a realistic description of the sedimentation velocities is therefore
helpful (besides a description of sediment build-up, which is not further treated in this paper, refer for
example to [23–28] for more details). Basically, the particles’ settling velocities depend on their size
and density, according to Stokes’ Law [15] in a centrifugal field:
us (x) =

x2 · (ρS − ρL ) · r · ω2
18 · ηL

with ω = 2π · n

(1)
(2)

where us is Stokes’ settling velocity, x designates the particle diameter, ρS and ρL the solid (particle) and
liquid mass density, r the radial position of the particle and ω the angular velocity, calculating with n
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denoting the rotational speed, i.e., the number of revolutions per time. Real settling velocities observed
may differ from this idealized treatment due to effects of particle-particle interactions that can arise as
a result of manifold reasons, like particle surface properties [29], shape and concentration-dependent
effective viscosity [30,31] that lead to acceleration or hindrance (hindered settling) of the particles [24].
Generally, those real settling velocities are measurable and subject to research up until now [30,32,33].
Concluding a functional correlation of experimental findings allows to simply calculate the real settling
velocity ureal (x, c) approximately by applying the following expression:
ureal (x, c) = us (x) · h(x, c)

(3)

with h(x, c) being the hindered settling function determined from experimental data, depending on
c [25,31]. Such measurements can for example be performed
in
4 of 18
a LUMiSizer laboratory centrifuge (L.U.M. GmbH, Berlin, Germany) [23,34].
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the success of a fractionation process is the separation
𝑥 2 ⋅ (𝜌𝑆 − 𝜌𝐿 ) ⋅ 𝑟 ⋅ 𝜔2
efficiency. It is defined as the ratio𝑢of
to
the
mass
of material i that has been separated in the apparatus
(1)
𝑠 (𝑥) =
18 ⋅ 𝜂
(msed,i ) over the mass of i that has entered the centrifuge𝐿 (min,i ) (Equation (4), first part) and can also be
calculated inversely applying the mass of i leaving the centrifuge in centrate (mcentrate,i ) (Equation (4),
with 𝜔 = 2𝜋 ⋅ 𝑛
(2)

where 𝑢𝑠 is Stokes’ settling velocity, 𝑥 designates the particle diameter, 𝜌𝑆 and 𝜌𝐿 the solid (particle)
and liquid mass density, 𝑟 the radial position of the particle and 𝜔 the angular velocity, calculating
with 𝑛 denoting the rotational speed, i.e., the number of revolutions per time. Real settling velocities
observed may differ from this idealized treatment due to effects of particle-particle interactions that
can arise as a result of manifold reasons, like particle surface properties [29], shape and concentrationdependent effective viscosity [30,31] that lead to acceleration or hindrance (hindered settling) of the
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second part). Assuming the volumetric flow rate of liquid to be approximately constant, calculation via
the concentrations in feed, sediment or centrate (c f eed,i , csed,i , ccentrate,i ) is also possible (Equation (5)):
Ti =

msed,i
mcentrate,i
= 1−
min,i
min,i

(4)

Ti =

csed,i
ccentrate,i
= 1−
c f eed,i
c f eed,i

(5)

In the regarded process, i can stand for the solid material overall as well as the solid components
of interest, namely LFP or CB. Accordingly, the envisaged complete fractionation can be expressed
in terms of the separation efficiencies of the two particulate systems to be fractionated with values
TLFP = 1 (or 100%) and TCB = 0 (or 0%), implying that the entire amount of LFP entering the centrifuge
is separated while CB is not separated at all, i.e., not found in the sediment. The means to achieve
this is an appropriate setting of the process operational parameters, namely rotational speed of the
.
centrifuge n and volumetric flow rate of the feed dispersion V. In practice, this ideal case of complete
fractionation is not entirely feasible since a certain mixing due to small vortexes or secondary flows in
the rotor [17,21,35] cannot be excluded, which can lead to slight impurities in sediment and centrate,
however. As explained in more detail below, tubular centrifuges are commonly characterized by a
time-dependent separation behavior. Thus, a sensitive examination must also include the development
of the separation efficiencies over process time, TLFP (t) and TCB (t). The optimal setting adapts to
the time-variant apparatus behavior, leading—in case of complete fractionation again—to consistent
process outputs TLFP (t) = 100% = const. and TCB (t) = 0% = const. over the entire process time,
despite the transient separation conditions.
The reason for the time-dependency of a tubular centrifuge’s separation behavior lies in the progressive
sediment formation [17,20,35]. As explained above, particle collectives settle with their specific distribution
of settling velocities. Generally, when injected into a tubular centrifuge, particles settling faster will be
separated closer to the inlet than slower ones. With sediment gradually occupying free space and the
feed flow rate set constant, the axial flow velocity of the dispersion in the rotor accelerates, shifting the
balance of forces acting on the particles. As a result, the individual separation position of a particle
shifts axially towards the outlet with increasing filling level, which is also why the filling of the rotor
typically proceeds from the inlet towards the outlet side, leaving a truncated cone-shaped free space
for the dispersion to flow through, as outlined in Figure 1. Figure 1b illustrates in more detail the axial
distribution of particles with different settling velocities in sediment and dispersion for the case of a
nearly complete fractionation, where only a few particles of the slower settling species are found in the
sediment close to the outlet.
The shifting balance of forces for the individual particles is equivalent to time- and
position-dependently weakening separation conditions and decreasing separation efficiency.
Increasingly faster (i.e., usually bigger sized) particles cannot be separated anymore. [23,36] describe
the separation efficiency depending of the operational parameters, that are rotational speed n and
feed flow rate Q. A temporal decrease in separation efficiency can theoretically be counteracted by an
appropriate raise in rotational speed [17] and/or reduction of feed flow rate.
Working further on this foundation, the effect of different operational settings on the separation
efficiencies of LFP and CB particles, entering the centrifuge in a mixed dispersion, are examined in
this paper. Besides detailed investigations with LFP and CB about the influence of the operational
parameters n and Q, a more time-resolved study is still lacking and shall also be contributed with this
work. Its purpose is to evaluate three different operational strategies. While the dependency of the
feed flow rate is not yet regarded in this paper and its value remains unaltered throughout the cases,
three settings for rotational speed are compared in detail. In the first case, rotational speed is set to a
constant low value (20,000 rpm) with the intention to obtain no CB in the sediment at all. However,
this might be accompanied by a high loss of LFP, which shall be minimized in the second case that
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is run at a constantly high rotational speed (40,000 rpm). This way, though, settling of CB into the
sediment has to be considered. Both constant rotational speed settings do not take the temporal change
in separation behavior into account. To do so, in the third case, a temporal increase of rotational speed is
applied in order to cover the estimated optimal setting over the entire process time, which in a different
set-up [17] indicated to be a convenient method. This rotational speed trajectory has been defined
beforehand utilizing a simplified flowsheet simulation of the process, which is basically developed at
the basis of [23,36]. However, the simulation is still subject to further research and will be elucidated
and published separately in the future.
2.2. LIB Cathode Particle Systems and Binders Used
The feed dispersion used for all experiments is a mixed dispersion of LFP, Super C65/carbon black
(CB) particles as well as binders, namely carboxymethylcellulose (CMC) and styrene-butadiene rubber
(SBR), diluted with demineralized water to an overall solids content of 1.6 wt%. Table 1 below lists the
composition of the solids mixture, relevant properties of all constituents and their envisaged behavior
during centrifugal fractionation.
Table 1. Components in the feed dispersion and their individual properties.
Solid Constituent
(Acronym)

Solids Fraction

Carbon
Content

Density

Behavior during Complete
Fractionation

Lithium Iron
Phosphate (LFP)

85 wt%

13 wt%
(Coating)

3.5 g/cm3

Fast-settling component.
Settles completely and purely

Super C65/Carbon
Black (CB)

10 wt%

67 wt%

1.9 g/cm3

Slowly settling component.
Stays in centrate

1.1 g/cm3

Not affected by centrifugal
force, but partly settling
attached to particles

Carboxymethyl-cellulose
(CMC)
Styrene Butadiene
Rubber (SBR)

2.5 wt%
20 wt%
2.5 wt%

1.0 g/cm3

Figure 2a depicts the particle size distributions (PSDs) of LFP and CB particles. The PSDs have
been measured by means of laser diffraction (cf. Section 2.4). With regard to the PSDs of the individual
particle systems, LFP is partly coarser than CB on the whole, but a large overlap from 0.2 µm up to
about 10 µm is evident. Though, according to the density data in Table 1 and remarks in Section 2.1,
LFP can clearly be referred to as the faster settling species. Consulting the scanning electron microscope
(SEM) images in Figure 2b in addition, LFP primary particles are rather ellipsoid and roughly 500 nm
in diameter, while CB primary particles are much smaller with less than 100 nm in diameter and form
branched agglomerates.
The binders are assumed to behave virtually inert to the centrifugal field due to their density.
Reasons also include CMC being soluble in water is not to be regarded as rigid “particles” and SBR
present as only nano-sized polymer fibers. However, it cannot be excluded that they attach to LFP and
CB, complicating a general assumption regarding their principal location during centrifugation and
therefore the assessment of the detailed composition of samples (cf. Section 2.4).
To evaluate the separation efficiency of LFP and CB in detail, the total carbon content of samples
was determined with a LECO C744 (cf. Section 2.4) system. The dispersion component containing the
most carbon is CB, naturally. However, the results must be interpreted with caution since the other
components comprise carbon as well. 2.2 wt% of the LFP particles is, more precisely, a carbon coating
which makes up 13 wt% of the total carbon mass and the binders for their part contribute 20% to total
carbon in the feed dispersion. So by and large CB makes up about two thirds of the carbon measurable
in a feed sample and even complete fractionation will not deliver carbon-free samples.
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speed manually, which is utilized to enter both the constant values in the first two cases and
curtailing
of
the
calculated
rotational
speed
values
to
a
feasible
timetable.
So,
although
the
calculation
temporal sequence in the third case. It should be noted for the third case that the manual input of
was made for one value per second, the input was limited to one value every 30 s and the actual input
values necessitated a curtailing of the calculated rotational speed values to a feasible timetable. So,
was merely a step function. The rotational speed settings are displayed in Figure 5. After passing
although the calculation was made for one value per second, the input was limited to one value every
the rotor with a nominal volume of 250 mL, centrate is discharged via the run-off tray and hose
30 s and the actual input was merely a step function. The rotational speed settings are displayed in
connection into a collecting tank. Samples for subsequent centrate analyses were taken every three
Figure 5. After passing the rotor with a nominal volume of 250 mL, centrate is discharged via the runminutes at the hose connection, too. To begin an experiment, the rotor was set on the (initial) rotational
off tray and hose connection into a collecting tank. Samples for subsequent centrate analyses were
speed and demineralized water was fed into the rotor. When the rotor was completely filled and
taken
three
at the to
hose
too. To
begin an experiment,
rotor was
set on
water every
ran out,
feedminutes
was switched
theconnection,
dispersion tank.
Experimental
time startedthe
counting
when
the
(initial)
rotational
speed
and
demineralized
water
was
fed
into
the
rotor.
When
the
rotor
dispersion entered the nozzle. Duration of every experiment in this paper was 30 min, three repeating was
completely
to the
dispersion
tank.were
Experimental
experimentsfilled
have and
beenwater
carriedran
outout,
per feed
case. was
Afterswitched
disassembly,
sediment
samples
taken at thetime
started
counting
when
dispersion
entered
the
nozzle.
Duration
of
every
experiment
in
thissamples
paper was
bottom (B), middle (M) and top (T) positions and resuspended in demineralized water. Feed
30
min, 3)
three
experiments
been
out perfeed
case.
After
disassembly,
sediment
(Figure
wererepeating
taken once
per case andhave
directly
outcarried
of the stirred
tank
before
the experimental
samples
were
taken
at
the
bottom
(B),
middle
(M)
and
top
(T)
positions
and
resuspended
in
procedure began.

demineralized water. Feed samples (Figure 3) were taken once per case and directly out of the stirred
feed tank before the experimental procedure began.
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Analytical
Methods Equation
drying
and
(5) toalso
calculate
overall separation
efficiency.
According
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(PSD)
carbonand
content.
For this
purpose,
of two
sampling
times
had to
mixed
in each
given,and
centrate
sediment
samples
havesamples
also been
examined
with
regard
tobe
the
particle
size
All centrate samples have been analyzed concerning the overall solids content by means of
case,
i.e., the first
and
second
were
mixed,For
thethis
third
and fourth,
and so
on. Thus,
the PSD
and
carbon
distribution
(PSD)
and
carbon
content.
purpose,
samples
of two
sampling
times
had
to be
drying and applying Equation (5) to calculate overall separation efficiency. According to capacities
content
measurements
represent
states.
Forthe
carbon
measurements,
mixed
mixed in
each case, i.e.,
the firstquasi-averaged
and second were
mixed,
thirdcontent
and fourth,
and so on.the
Thus,
the
given, centrate and sediment samples have also been examined with regard to the particle size
samples
were
dried content
and the solid
remains grinded
usingquasi-averaged
a mortar.
PSD and
carbon
measurements
represent
states. For carbon content
distribution (PSD) and carbon content. For this purpose, samples of two sampling times had to be
Measurements
particle
size distribution
carried
out with
an advanced
diffraction
measurements,
the of
mixed
samples
were driedhave
and been
the solid
remains
grinded
using alaser
mortar.
mixed in each case, i.e., the first and second were mixed, the third and fourth, and so on. Thus, the
sensorMeasurements
based on HELOS
technology
(Sympatec
GmbH,
Clausthal-Zellerfeld,
Germany).
Equipped
of particle size distribution have been carried out with an advanced with
laser
PSD and carbon content measurements represent quasi-averaged states. For carbon content
adiffraction
blue laser sensor
source based
and multi-element
photo detectors
for forward,
and wide-angle
light
on HELOS technology
(Sympatec
GmbH, backward
Clausthal-Zellerfeld,
Germany).
measurements, the mixed samples were dried and the solid remains grinded using a mortar.
scattering
the
device
wasand
utilized
for at least
six repeated
per sample.
Equipped detection,
with a blue
laser
source
multi-element
photo
detectors measurements
for forward, backward
and
Measurements of particle size distribution have been carried out with an advanced laser
Measurements
were
performed
in a flow-through
cuvette
withfor
sample
supply
achievedmeasurements
with the wet
wide-angle light
scattering
detection,
the device was
utilized
at least
six repeated
diffraction sensor based on HELOS technology (Sympatec GmbH, Clausthal-Zellerfeld, Germany).
dosing
station
LIQXI (also bywere
Sympatec).
per sample.
Measurements
performed in a flow-through cuvette with sample supply achieved
Equipped with a blue laser source and multi-element photo detectors for forward, backward and
measurements
forbythe
dry, grinded samples took place in a LECO C744
withCarbon
the wet content
dosing station
LIQXI (also
Sympatec).
wide-angle light scattering detection, the device was utilized for at least six repeated measurements
(LECO
Instrumente
Mönchengladbach,
Germany),
including
a high
induction
Carbon
contentGmbH,
measurements
for the dry, grinded
samples
took place
in frequency
a LECO C744
(LECO
per sample. Measurements were performed in a flow-through cuvette with sample supply achieved
furnace
and non-dispersive
infrared (NDIR)Germany),
detection cell.
Two toathree
measurements
have
Instrumente
GmbH, Mönchengladbach,
including
highrepeating
frequency
induction furnace
with the wet dosing station LIQXI (also by Sympatec).
been executed according to the obtainable mass per sample.
Carbon content measurements for the dry, grinded samples took place in a LECO C744 (LECO
Instrumente GmbH, Mönchengladbach, Germany), including a high frequency induction furnace
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executed according to the obtainable mass per sample.
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Figure 7a sums up the PSD measurement results for the centrate samples, showing the mean
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Figure 7. Centrate particle size distributions for the three cases over time. Blue: 20,000 rpm; Red: 40,000 rpm;
Black: Increasing rotational speed. (a) Characteristic particle sizes, squares: x10 ; triangles: x50 with
dashed lines as guides to the eye; stars: x90 . (b–d) Detailed particle size distributions for the three cases
over time; light color: Earliest measurement; darkening shade with progressing time until darkest
color: Latest measurement.

40,000 rpm; Black: Increasing rotational speed. (a) Characteristic particle sizes, squares: 𝑥10 ; triangles:
𝑥50 with dashed lines as guides to the eye; stars: 𝑥90 . (b–d) Detailed particle size distributions for the
𝑥50 with
dashed lines as guides to the eye; stars: 𝑥90 . (b–d)
Detailed particle size distributions for the
three cases over time; light color: Earliest measurement;
darkening shade with progressing time until
three cases
over
time;
light
color: Earliest measurement; darkening shade with progressing time until
darkest
color:
Latest
measurement.
darkest color: Latest measurement.
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Figure 8. Centrate overall carbon content for the three cases over time. Blue: 20,000 rpm; Red: 40,000
rpm; Black: Increasing rotational speed. Squares: mean values; bars: Standard deviations; dashed lines
are guides to the eye.
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show the expected trend towards finer particles in direction to the top of the rotor while case 1
exhibits rather steady characteristics over the three sampling positions. Case 3 exhibits the coarsest
particles at the bottom compared to the other cases. In the middle and especially at the top, case 2
and 3 reveal quite close PSD characteristic sizes.
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Considering the results for carbon content in Figure 10 provides further indications about the

Considering the results for carbon content in Figure 10 provides further indications about the
differing sediment constitution. In good agreement with expectations, the carbon content at the bottom
differing sediment constitution. In good agreement with expectations, the carbon content at the
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bottom
is less than
3%operational
C in all cases,
indicating
solely
LFP particles
are
separated
inlet, regardless
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setting.
All casesthat
show
an increasing
carbon
content
alongimmediately
the rotor,
after
the inlet, regardless
of the operational setting. All cases show an increasing carbon content along
too, according
to expectations.
the rotor, too, according to expectations.
The first case’s overall low carbon contents (middle 5% C, top 12% C) suggest no or only low
amounts of CB. According to the feed PSD (Figure 3) for this case, agglomerates do not play a crucial
role. Separation conditions seem too weak to make numerous CB particles settle, as anticipated.
Equally according to assumptions, the carbon contents in case 2 is higher in the middle (18% C)
and at the top (28% C) compared to case 1. Obviously, relatively more CB is separated under stronger
conditions, besides a higher absolute yield of LFP, as the centrate results indicate.
As a quick conclusion from the centrate results, the carbon content in case 3 sediment samples
should be lower than in case 2. Yet, the opposite is the case, the carbon contents are the highest with
about 25% C in the middle and 53% C at the top. Due to the suggested higher CB content in centrate
in case 3 (Figure 8) and not significantly different overall solids separation efficiencies (i.e., expected
absolute sediment amount distributed in the rotor) between case 2 and 3 (Figure 6), these
measurements are rather counterintuitive in the first instance. A possible explanation is given in
Section 4.

Figure 10. Sediment overall carbon content for the three cases at bottom, middle and top axial position.
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bars: Standard
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eye. 5% C, top 12% C) suggest no or only low
The first deviations;
case’s overall
loware
carbon
contents

amounts of CB. According to the feed PSD (Figure 3) for this case, agglomerates do not play a crucial

4. Discussion
role. Separation conditions seem too weak to make numerous CB particles settle, as anticipated.
Equally according to assumptions, the carbon contents in case 2 is higher in the middle (18% C)

Onand
the
whole, the expectations based on the theoretical foundations are met to a great extent.
at the top (28% C) compared to case 1. Obviously, relatively more CB is separated under stronger
Applying
weak separation
conditions,
onlyofthe
fastest
particles
are separated, that are mainly
conditions,
besides a higher
absolute yield
LFP,
as the settling
centrate results
indicate.
LFP and only few CB particles, if at all. This operational procedure results in a sediment containing
practically only LFP (besides the carbon coating and binders). However, although a sediment very
rich in LFP is desirable in terms of maximum LFP recovery for further recycling processing of the
active material, the absolute yield of LFP is comparably low, regarding the dropping overall
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As a quick conclusion from the centrate results, the carbon content in case 3 sediment samples
should be lower than in case 2. Yet, the opposite is the case, the carbon contents are the highest with about
25% C in the middle and 53% C at the top. Due to the suggested higher CB content in centrate in case 3
(Figure 8) and not significantly different overall solids separation efficiencies (i.e., expected absolute
sediment amount distributed in the rotor) between case 2 and 3 (Figure 6), these measurements are
rather counterintuitive in the first instance. A possible explanation is given in Section 4.
4. Discussion
On the whole, the expectations based on the theoretical foundations are met to a great extent.
Applying weak separation conditions, only the fastest settling particles are separated, that are mainly
LFP and only few CB particles, if at all. This operational procedure results in a sediment containing
practically only LFP (besides the carbon coating and binders). However, although a sediment very
rich in LFP is desirable in terms of maximum LFP recovery for further recycling processing of the
active material, the absolute yield of LFP is comparably low, regarding the dropping overall separation
efficiency in Figure 6. This flaw may for example be tackled recirculating the centrate or setting up a
centrifuge cascade, but these approaches would enhance the outlay in directions that are not intended
at the actual state of this work. Under constantly strong separation conditions, a greater share of
CB particles is separated alongside a larger absolute amount of LFP, compared to weaker separation
conditions. So, the advantage of gaining an enhanced absolute active material yield is at the expense
of a measurable contamination with CB. All things considered, both process modes with constant
rotational speed resulted approximately in the anticipated temporal behavior: Overall separation
efficiency decreases with ongoing time, centrate PSD contains coarser particles and centrate carbon
contents offer logical supplements to these measurements, confirming the first assumptions.
With the intention to combine the best of both strategies, a rotational speed increase is examined
as a new approach to counteract the temporal behavior. Centrate measurements suggest that almost
constant separation conditions can be maintained with this procedure. The overall separation efficiency,
centrate carbon content and especially centrate PSDs reveal approximately no variation over time.
However, the overall separation efficiency is on a level too high to imply that only LFP is separated.
Consequently, the rotational speed curve is expedient for keeping the centrate properties constant,
but precisely the values set are presumably too high, and the accurate rotational speed curve lies
possibly in a sense shifted versus the one applied. Reasons may lie in vortexes (back-)mixing the
dispersion inside the rotor to some extent, which are not regarded in the centrifuge model for the time
being, as well as other simplifications and imperfections of the model that served as basis to determine
the rotational speed curve.
An increasing carbon content in sediment over the rotor length is also observed in all three cases
and again meets expectations. On first examination, though, the comparably high carbon contents in
middle and top sediment samples in the case with adapted rotational speed appear counterintuitive
since these measurements contradict the intention to achieve complete fractionation of LFP and CB,
which seems to be roughly fulfilled considering the centrate results. Of course, small vortexes and
disturbances may complicate factual pure fractionation, but the strategy appears to work regarding the
nearly constant and high carbon content in centrate. Against this background, the measured carbon
contents are distinctly above expectations and not evident to explain. Nevertheless, it should firstly
be stressed that all carbon content measurements only provide relative values and definite absolute
conclusions cannot be drawn from the information provided by all given options for sample analysis.
Secondly, endeavoring for an explanation, a closer look on the feed PSDs might be worthwhile.
As a result of the individual preparation of the feed dispersion for each of the three cases, they do
not have identical PSDs, as formerly shown in Figure 3. As stated there, the feed dispersions in case 2
and 3 show a striking coarse fraction and strong tendency to agglomerate. It cannot be stated with
certainty which amount of agglomerates entered the process and whether the agglomerates are stable
or break during their residence time inside the rotor.
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Anyhow, agglomerates seem to have entered the centrifuge in case 2 and 3. They might be
more likely to break with stronger centrifugal forces acting on them, i.e., at high rotational speeds,
like in case 2 or the end of case 3. If they are broken, CB and LFP particles settle individually at their
specific velocities. Conversely, if rotational speed is low, like in the first part of the curve in case 3,
agglomerates possibly do not break or take longer time to do so. Breaking after some time means that
CB particles contained in an agglomerate are carried along a part of the way to the sediment until they
are released to settle at their individual velocity. Both variants enhance the likelihood that CB particles
reach sediment. Diluted for PSD measurements, resuspended sediment samples have a great tendency
to agglomerate (again).
The essential difference between constantly high and increasing rotational speed is that in the
former case, the likelihood for agglomerates to break is higher from the beginning and therefore,
more individual particles settle separately during the entire process time. By contrast, applying an
increasing rotational speed the forces are probably only strong enough to cause breach in the later
course and for a certain duration unbroken agglomerates settle. According to theory, CB particles
or comparably small individual particles are less likely to arrive at sediment than LFP particles
or comparably great agglomerates, so probably a higher CB reaches sediment when agglomerates
containing CB are not broken. This entire explanation is to be regarded as a hypothesis that requires
further examination.
Apart from the controversial results for sediment carbon content, the reported results can be seen
as a first proof that an appropriate increase of rotational speed can counteract the otherwise declining
separation efficiency and keep centrate properties constant. This motivates to continue working on the
approach to separate LFP and CB through a centrifugation step and recover LFP in the sediment as purely
as possible. The latter point inevitably requires a verified explanation of the carbon contents measured
and expedient adaptions in process design. It is intended to install an ultrasound flow-through cell
before the centrifuge inlet to guarantee agglomerate-free feed. The precise rotational speed curve
applied seems to lead approximately to the desired outcome. Still, small variances and the too high
overall separation efficiency show that a more sensitive rotational speed setting would be preferable.
The great benefit of the centrifuge model is therefore supposed to disclose when it is combined with
on-line measurement techniques to realize a model-based control concept that the authors aim to
present in future publications. According to this concept, rotational speed shall be adapted based on
model predictions and precisely tuned corresponding to on-line measurements (PSD and centrate
composition, like [37]). In this way, the authors aim to be able to recover an approximately pure LFP
sediment that can eventually be re-used to manufacture new LIB cathodes. There is a good prospect
that once the entire procedure is validated to work for LFP-based cathode material, centrifugation may
also be applied to fractionate anode material (graphite), or generally black mass whose constituents
are processible in water, which would contribute to a new, more environmentally sound recovery
process chain.
5. Conclusions
Centrifugation was investigated as a technique for a physical separation step of black mass into its
components as part of a direct recycling process chain for lithium-ion batteries. A tubular centrifuge is
used to examine fractionation of an exemplary cathode material dispersion containing LFP and carbon
black particles. Commonly operated at fixed settings, tubular centrifuges do not deliver constant
output properties, but separation conditions that diminish over time, which would not serve the
purpose to recover pure fractions of LFP and carbon black. According to theoretical foundations,
LFP should be recovered as sediment, while carbon black stays in the centrate. Three operational
strategies have therefore been examined concerning the temporal development of the centrate and
sediment properties, two cases of constantly low (20,000 rpm) and constantly high (40,000 rpm)
rotational speed, as well as a rotational speed increase based on a process model. The latter was
desired to achieve constant centrate properties and a sediment rich in LFP. Expectations have been met
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concerning centrate. Overall solids content, particle size distributions and carbon content showed the
anticipated temporal dependency when constant rotational speed was applied, whereas they remained
mostly steady with increasing rotational speed. In that respect, rotational speed increase confirms to
serve as suitable strategy to control the centrifuge output. However, sediment measurements reveal
discrepancies from the expectations that may have arisen due to agglomerates in the feed dispersion.
Once this issue is overcome, centrifugal fractionation may become a promising separation technique
for lithium-ion battery active materials. In order to establish a usable set-up, the aim is to develop
a model-based control concept for the operational settings of the centrifuge, which relies on on-line
measurement tools for particle size distributions and composition of the dispersion as well.
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